NEW CULVERT CONSTRUCTION
HANDBOOK

The purpose of this handbook isto help the fied ingpectors find the information they need by
listing the different resource documents for a particular subject.

The Article in the pecifications and the Section in the Congtruction Manud are listed directly
aong with areference to Appendix A of the handbook, which has alisting of other possible reference
documents for each item in the check list.

Thefirg draft of this handbook is being made available for use and review from the fidd. We
encourage any questions, comments or suggestions you have regarding the handbook to be directed to
Kyle Frame of the Centra Construction Office (Phone 515-239-1619; Office Vison kframe or e-mall &
kframe@max.gtate.ia.us).

Any questions concerning the purpose, intent or clarification of the resource documents or
methods of construction will be addressed and added to Appendix B of the handbook as they comeiin.

Produced by

Wayne Sunday, Structures Field Engineer
Kyle Frame, Foundations Field Engineer

Centra Condtruction Office

04/27/2000
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Staking Check List

ITEMS TO CHECK

REFERENCE MATERIAL

Check List Specifications Construction
Appendix (Check Supplementals) Manual
. Al, A2, A3,
(L | Pertinent Documents AS. AT, A8
: . : Al, A3, A7, Chapter 11
(L | Staking Layout and Dimensions A Section 11.21
Staking Control Chapter 11
d Bench marks and Cross Ties AL A3, AS Section 11.21
- . : Section 2526
| Minimum Staking Requirements A2 Article 2526.01
Section 2526 Chapter 11
| Independent Survey Check Performed | A2, A3, A7 Article 2526.01 Section 11.21
. , Section 2526 Chapter 11
| Surveying Documentation A2, A3, A7 Article 2526.01 Section 11.21
[ | Construction Survey Offset Stakes A5
L | Slope Stakes A5
: . . Chapter 11
| Meeting to Review Staking A3, A7 Section 11.21
| Verify Staking Fits Field Conditions A5
. Section 2526 Chapter 11
L | Preservation of Stakes A2, A3, A7 Atticle 252601 Section 11.21
L | Periodic Check of Stakes A3 Chapter 11

Section 11.21
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Excavation and Erosion Control

ITEMS TO CHECK

REFERENCE MATERIAL

Foundation Treatment

Check List Specifications Construction
Appendix (Check Supplementals) Manual
. Al, A2, A3,
[ | Pertinent Documents A7 AQ
. Section 2525 Chapter 7
| Erosion Control A2, A3, A9 Article 2525.04 Section 7.40
s : Section 2402
[ | Classification of Excavation A2 Aticle 2402.11
. L Section 2402
(L | Excavation Quantity Limits A2 Article 2402.01 & 240212
. : : Section 2402
[ | Cross Section Prior to Excavation A2, A7 Atticle 2402 12
. Section 2402
| Shoring AL A2 Atticle 2402.01
0 Drainage Control v Section 2402
Foundation Preparation Article 2402.04
d
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Footing Foundation

Articles 2402.07

ITEMS TO CHECK REFERENCE MATERIAL
Check List Specifications Construction
Appendix (Check Supplementals) Manual
(L | Pertinent Documents Al, A2, A8
Check Layout and Dimensions .
Q| Footing Area AL, A2, A8 | Articles 2402.03 & 2415.02
. Section 2402
(L | Drainage Control A2 Aticle 2402.04
. Section 2402
(L | Proper Grade Material A2 Articles 2402.04
0 Removal of Unsuitable A2 Section 2402
Subgrade Material Article 2402.04 & 2402.08
(L | Fine Grading
L | Inspection of Excavation A2 Section 2402
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ITEMS TO CHECK

Forming

REFERENCE MATERIAL

Check List Specifications Construction
Appendix (Check Supplementals) Manual
(L | Pertinent Documents Al AAZ7 A3,
[ | Check Layout and Dimensions Al
. Section 2403
L | Form Type and Material A2, A7 Atticle 2403 07E
. Section 2403
L | Form Qualiy A2, AT Article 2403.07E
, Section 2403 Chapter 11
| Form Support and Bracing A2, A3, AT Atticle 2403.07E Section 11.82
: Section 2403
(L | Chamfers, Fillets and Keyways Al, A2, A7 Article 2403.07E
Section 2403
| Release Agent A2 Atticle 2403.07E
N Culvert Extensions — A2 Section 2403
Preparing Existing Surface Article 2403.14
. Section 2403
L | Forms and Falsework Design A2, A7 Article 240317
Section 2403 Chapter 11
| nsulated Forms A2, A3 Atticle 2403 11 Section 11.54
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Reinforcing Steel
ITEMS TO CHECK REFERENCE MATERIAL

Check List Specifications Construction

Appendix (Check Supplementals) Manual
] | Pertinent Documents AAE ':26'6/‘3\37
u FBagirngeacringi:;;rﬂS;nd Layout Al
[ | Handling and Storage A3, A7 S(Ce::t?opr:elrll.zllz
0 Bending or Straightening of v _ Section 2404

Reinforcing Steel Articles 2404.04, 2404.05

| Repai of amaged Coatig .45 AidedlsL0® | Secton 114
(1 | Placement and Fastening A2, A3, A7 ASrt?glteiog 4%)10(;16 Segiciri.gAZ
[ | Placement and Clearance A3, A6, A7 S(ca:cht?oprzelrll.flsz
L] | Reinforcing Supports A2, A3 Asrﬁgltéogmz)i(.)g? Sgcht?oprtelrll.iz
O | Materials M :;'101
| spiicing A2, A3 il 2404 0 .
Q| clearin & Al 240403
L | Cutting of Reinforcing Steel A7
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Concrete Placement

ITEMS TO CHECK

REFERENCE MATERIAL

Check List Specifications Construction
Appendix (Check Supplementals) Manual
(L | Pertinent Documents AL, AAZ7 A3,
. Al, A2 Articles 2301.13, 2415.03 &
| concrete Mix IM 529 2403.01-2403.03
. Section 2403 Chapter 11
| Admixures AZ, A3, AT Article 2403.03 Section 11.53
. : : : Chapter 11
L | Concrete Mixing and Delivery Time A2, A3, A7 Articles 2403.06, 2301.13D Section 11.52
A2, A3, A7 ,
. S e Section 2403 Chapter 11
[ | Concrete Testing and Modification Ig/llz :2)’2471:3;;; ATticle 2403.03 Section 11.52
. Articles 2403.07, 2403.08 Sections
| Placing A2, A3, AT & 2415.04 1156, 11.82
I Section 2403
| vibration A2, AT Atticle 2403.00
o Articles
(1 | Finishing and Keyways A2 2403.07 & 2415.04
: , Section 2403
(L | Protection and Curing A2, A7 Atticles 2403.10 & 2403.11
0 Strength Requirements and A2, A7 Section 2403
Determination IM 316 Article 2403.19
0 Form Removal A2 A3 A7 Section 2403 Chapter 11
Surface Finish and Patching T Articles 2403.18 & 2403.21 | Section 11.82
| Checking Temperature of Concrete A3, A7 Chapter 11

Section 11.54
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Backfill and Erosion Control

ITEMS TO CHECK

REFERENCE MATERIAL

Check List Specifications Construction
Appendix (Check Supplementals) Manual
(L | Pertinent Documents Al, A2, A3
. . . Section 2402
L | Condition of Site Material A2 Article 2402.09
. Section 2402 Chapter 11
d Type of Acceptable Material A2, A3 Article 2402.09 Section 11.12
0 Structural Strength Prior v Articles
to Backfill 2402.09, 2403.19
0 Backfill Placement A2 A3 Section 2402 Chapter 11
and Compaction ’ Article 2402.09 Section 11.12
Topsoil Placement and
- Finish Grading Al
rosion Control Materials ection
] | Erosion Control Material A2 Section 4169
. , Section 2601
(L | Stabilizing Crop Seeding A2 Article 260105
: Section 2601 Chapter 7
(] | Seedbed Preparation AZ, A3 Article 2601.04A Section 7.11
: Section 2601 Chapter 7
| Preparation of Seed A2, A3 Article 2601.04E Section 7.12
o . Section 2601
L | Application of Fertilizer A2 Article 2601048
o Section 2601
L | Application of Seed A2 Artcle 2601.04C
- : Section 2601
(| Soil Cover and or Mulching A2 Atticles 2601.04G, 2601.06
. Section 4130
| Erosion Stone A2 Aticle 4130.05
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Appendix A — Pertinent Document List

INFORMATION SOURCES

Al -Project Plans, Contract / Estimating Proposal, Addenda, Suppl. Specifications & Special Provisions

A2 - Standard Specifications

A3 — Construction Manual

A4 — Instructional Memorandum (IM) Volume II

A5 — Surveyor’s Handbook

A6 - Reinforcing Steel Placement Handbook

AT - Bridge and Culvert Structures Inspection Training Manual

A8 — Culvert Standards

O 0000|0000

A9 — Standard Road Plans
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Appendix B — Additional Information

10



